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Test Report

DIC TRADING (HK) LIMITED.

ROOM 1304, 13/F., EAST OCEAN CENTRE

98 GRANVILLE ROAD

TSIM SHA TSUI EAST

KOWLOON HONG KONG.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : MIXTURE OF PPS, 

GLASS FIBER, MINERAL FILLER AND SMALL AMOUNT OF ADDITIVES.

SGS Job No. : 1526083 - HK.

Colour :. NATURAL.

Item No. :. FZ-1130, FZ1130-D5, FZ-1140, FZ-1140-A1, FZ-1140-B2,.

FZ-1140-D5, FZ-1140-D9, FZ-1140-R5, FZ-4020-A1,.

FZ-2100, FZ-2130, FZ-2140, FZ-2140-B2, FZ-2140-D9.

FZ-3600, FZ-3600-D5, FZ-3600-R5, FZ-3360, FZ-6600,.

FZ-6600-B2, FZ-6600-D5, FZ-6600-R1, FZL-4033.

Manufacturer :. DIC CORPORATION.

Country of Origin :. JAPAN & MALAYSIA.

Date of Sample Received : 14 Sep 2011

Testing Period : 14 Sep 2011 - 21 Sep 2011

Test Requested : Selected test(s) as requested by client.

Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Conclusion : Based on the performed tests on submitted samples, the results of Lead, 

Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBB), 

Polybrominated diphenyl ethers (PBDE) comply with the limits as set by RoHS 

Directive 2011/65/EU Annex II; recasting 2002/95/EC..

..Chemist.
Chow Fuk Fung.

Signed for and on behalf of 

SGS Hong Kong Limited.
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electronic format documents, subject to Terms and Conditions for Electronic Documents at www.sgs.com/terms_e-document.htm.  Attention is drawn to the limitation of liability, indemnification and 
jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company's findings at the time of its intervention only and within the limits of 
Client' s instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under the 
transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or 
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Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description

1. Brown Plastic Pellet.HKG11-007923.001

Remarks :

(1) 1 mg/kg = 1 ppm = 0.0001%

(2) MDL = Method Detection Limit

(3) ND = Not Detected ( < MDL )

(4) "-" = Not Regulated

RoHS Directive 2011/65/EU.

With reference to IEC 62321:2008

(1) Determination of Cadmium by ICP-OES/AAS.

(2) Determination of Lead by ICP-OES/AAS.

(3) Determination of Mercury by ICP-OES/AAS.

(4) Determination of Hexavalent Chromium by Colorimetric Method using UV-vis 

Spectrophotometer.

(5) Determination of PBB / PBDE content by GC-MS..

Test Method :

Test Item(s) UnitLimit MDL. 001.

Cadmium (Cd). 100 mg/kg. 2 ND

Lead (Pb). 1,000 mg/kg. 2 ND

Mercury (Hg). 1,000 mg/kg. 2 ND

Hexavalent Chromium (CrVI). 1,000 mg/kg. 2 ND

Sum of PBBs. 1,000 mg/kg. - ND

Monobromobiphenyl. - mg/kg. 5 ND

Dibromobiphenyl. - mg/kg. 5 ND

Tribromobiphenyl. - mg/kg. 5 ND

Tetrabromobiphenyl. - mg/kg. 5 ND

Pentabromobiphenyl. - mg/kg. 5 ND

Hexabromobiphenyl. - mg/kg. 5 ND

Heptabromobiphenyl. - mg/kg. 5 ND

Octabromobiphenyl. - mg/kg. 5 ND

Nonabromobiphenyl. - mg/kg. 5 ND

Decabromobiphenyl. - mg/kg. 5 ND

Sum of PBDEs. 1,000 mg/kg. - ND
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Test Item(s) UnitLimit MDL. 001.

Monobromodiphenyl ether. - mg/kg. 5 ND

Dibromodiphenyl ether. - mg/kg. 5 ND

Tribromodiphenyl ether. - mg/kg. 5 ND

Tetrabromodiphenyl ether. - mg/kg. 5 ND

Pentabromodiphenyl ether. - mg/kg. 5 ND

Hexabromodiphenyl ether. - mg/kg. 5 ND

Heptabromodiphenyl ether. - mg/kg. 5 ND

Octabromodiphenyl ether. - mg/kg. 5 ND

Nonabromodiphenyl ether. - mg/kg. 5 ND

Decabromodiphenyl ether. - mg/kg. 5 ND

(1) The maximum permissible limit is quoted from directive 2011/65/EU, Annex II.

Notes :
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Sample photo:

HKGEC1100792301

HKG11-007923.001.

SGS authenticate the photo on original report only

*** End of Report ***
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