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DIC Corporation
June 25, 2012
Certificate of Analvsis
Commodity: DIC-PPS
Grade: FZ-2140-D9 -
Lot No.:E1035 :
Production Date: February 9, 2012
Inspection Date: February 18, 2012
CHECKING [TEM | TEST METHOD UNIT CE‘;’}';;EACT’[I:ON 'Ngii‘f_,{?”
OUTSIDE
APPEARANCE DIC METHOD . PASS PASS
“ASH CONTENT DIC METHOD % 39.0 ~ 43.0 414
FLOW LENGTH DIC METHOD cm 55 ~ 75 64
SPECIFIC GRAVITY ASTM D-792 - 1.67 = 1.71 1.68
1ZOD IMPACT
STRENGTH ASTM D-255
NOTCHED Jim 50 = 81
UN NOTCHED Jim 350 = 578
FLEXURAL MODULUS ASTM D-790 MPa 200 = 258
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